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Abstract: A glass-supported palladium catalyst was developed. The catalyst could be
used repeatedly (12 times) with a low catalytic loading (0.05 mol%) for the Heck
reaction with a turnover number of 45000, and no special treatment was necessary
before catalyst reuse. The catalytic activity was maintained even after the catalyst was
left to stand in air for one month. Furthermore, it was found that the glass surface
assisted the adsorption and reduction of the Pd(II) species, through which catalytically
active Pd(0) nanoparticles were formed and stabilized.

Highlight:
A glass-supported palladium catalyst was prepared with simple manipulations.
The catalyst was recovered from the reaction mixture without any special treatment.
The catalyst was repeatedly (12 times) used with low catalytic loading (0.05 mol%).
The glass surface reduce Pd(II) species and stabilize the Pd(0) nanoparticles.
An amine added as the reductant prevents the nanodispersion of palladium species.
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1 Introduction
Transition metal catalysts have been applied in many useful reactions and are
indispensable in our present way of life. Despite great progress in catalyst chemistry, the
development of new catalysts and new catalytic reactions is still in high demand from
both academic and industrial standpoints.
Decreasing the required catalyst loads is also important in terms of reducing
the amounts of noble metals used. As catalytic efficiency increases, trace amounts of
catalyst can be used to cause a reaction to proceed. Although this is a welcome result, it
brings about a new problem: it is difficult to be sure of the effect of the catalyst. For
example, a catalytic reaction sometimes proceeds easily even in the absence of a
catalyst when old glassware is used, which indicates that a trace amount of catalytically
active species still remains on the inside surface of the glassware. Hence, glassware
should be washed very carefully after catalytic reactions. To avoid this problem,
wealthy researchers use new glassware each time they conduct a catalytic reaction.
This problem is also encountered when a solid-supported catalyst is employed,
especially in reactions using aryl iodide as a substrate. A mechanism for the palladium
catalyzed Heck reaction is illustrated in Scheme 1. The reaction is initiated by the
oxidative addition of iodobenzene to Pd(0) in Pd(0) nanoparticles on a scaffold [1−10].
The stabilized adduct dissolves in a solution, and serves as an actual active species to
catalyze the reaction homogeneously. After C−C bond formation accompanied by
reductive elimination, the Pd(0) is redeposited on the scaffold as nanoparticles [1−10].
This catalytic cycle is repeated until the iodobenzene is consumed completely. In

returning to the scaffold, some of the Pd(0) is adsorbed on the glassware, which causes
the abovementioned problem. In this case, the solid-supported catalyst does not serve as
a heterogeneous catalyst, but as a gradual releaser of a homogeneous catalyst.
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Scheme 1. A catalytic cycle of a solid-supported catalyst

From a different point of view, the glass surface can catch floating Pd(0),
which indicates that glass can be used as a scaffold for the immobilization of transition
metal catalysts. This consideration prompted us to develop a glass-supported palladium
catalyst.

2 Experimental
2.1 Reagents and Glassware. A screw capped test tube is commercially available
(Maruemu corporation), and is made from borosilicate glass, which consists of SiO2
73.0%, B2O3 11.0%, Al2O3 6.5%, Na2O 6.0%, K2O 2.0%, BaO 1.0%, CaO 0.5%. A
cover glass and a glass wool were also commercially available, however, the
composition is not unknown. All reagents and solvents were purchased from
commercial source, and were used as received.
2.2 Preparation of Glass-Supported Catalysts. In a screw capped test tube, a 3.3 ×
10-2 mM solution of palladium acetate (3 mL, 0.1 µmol) in acetonitrile was heated at
120 °C for 12 h. After decanting the solution, the test tube was washed with acetonitrile
(5 mL × 2). The test tube was air-dried, and used as catalyst B for the C-C bond
coupling reactions.
The catalyst A and the glass wool supported catalyst were prepared in a same way.
2.3 Heck Reaction. In the test-tube catalyst B, a mixture of acetonitrile (5 mL),
iodobenzene (23 µL, 0.2 mmol), methyl acrylate (23 µL, 0.25 mmol), and triethylamine
(35 µL, 0.25 mmol) was heated at 120 °C for 12 h. After removal of the solvent, the
residue was dissolved in deuterated chloroform, and the yield of methyl cinnamate was
determined

by

1

H

NMR

(Bruker

Ascend-400

at

400

MHz),

in

which

1,1,2,2-tetrachloroethane was used as an internal standard. After decanting the solution,
the test tube was washed with acetonitrile (5 mL × 2). The test tube was air-dried, and
used for another Heck reaction in the same way repeatedly.

2.4 X-ray photoelectron spectroscopy (XPS). XPS was performed with a VG
ESCALAB MkII spectrometer. The analysis chamber base pressure was better than 1 x
10-8 Pa. Photoemissions from Pd 3d core-level were observed by using MgKa radiation
(1254 eV). The binding energy was calibrated with respect to C 1s photoemission at
285.0 eV. Multi-peak curve-fitting with a Voigt function was employed to estimate the
chemical states of the immobilized Pd.

3. Results and Discussion
3.1 Preparation of Glass-Supported Catalyst in the Presence of Triethylamine
Triethylamine (50 equiv.) was added as a reductant to a solution of palladium
acetate in acetonitrile. The resultant solution was heated in a screw-capped test tube at
120 °C for 12 h. The test tube became slightly black, and the color remained even after
washing with acetonitrile (catalyst A). Seventy-five percent of the initial palladium
acetate was immobilized inside the test tube, as estimated by inductively coupled
plasma mass spectroscopy (ICP-MS) after dissolution of all the palladium species in
nitric acid.
The catalytic activity of the glass-supported palladium was evaluated by
conducting the Heck reaction with iodobenzene and methyl acrylate to afford methyl
cinnamate. From the environmental viewpoint, the reuse of the catalyst with high
efficiency is very desirable; hence, the number of repeated reactions affording the
product in over 80% yield was used as an index of catalytic ability. When 5 mol% of

palladium acetate (based on iodobenzene) was used, no decrease in yield was observed
after over 40 repetitions of the reactions. Even when the catalyst load was decreased to
0.05 mol%, the catalyst could be reused nine times with an average yield of 92% (Table
1). On the basis of the results of the Heck reaction and ICP-MS, the turnover number
(TON) was calculated to be 36000. Aggregated palladium, so called palladium cluster
or palladium black, is not catalytically active; therefore, not all the immobilized
palladium species on the glass could always serve as the catalyst, which implies that the
actual TON should be higher than 36000.

Table 1. The Heck reaction using test-tube catalysts A and B
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3.2 Preparation of Glass-Supported Catalyst in the Absence of Triethylamine
The test-tube catalyst B was also prepared in the absence of the reductant
triethylamine. To our surprise, it revealed a higher catalytic ability than catalyst A;
catalyst B could be used for the Heck reaction 12 times with 86% average yield under
0.05 mol% loading (Table 1), with a TON of 45000. Scanning electron microscope

(SEM) observation of the two test-tube catalysts A and B revealed different
morphologies of the palladium species on the surface (Figure 1). In the case of catalyst
A, the palladium species aggregated, and hardly any nanoparticles were found. On the
contrary, many nanoparticles were observed in the case of catalyst B. These results
indicate that the use of triethylamine as the reductant prevents the formation of a
catalytically active surface. Moreover, notably, palladium nanoparticles were
immobilized on the glass surface even in the absence of the reductant triethylamine; in
this case, the glass surface is considered to play an important role.

Test tube catalyst A!
In the presence of NEt3

Test tube catalyst B!
In the absence of NEt3

Figure 1. The different glass surface of two catalysts A and B observed by SEM

3.3 Study on the Role of the Glass Surface
X-ray photoelectron spectroscopy (XPS) was employed (Figure 2) to
determine the change in the oxidation state of the palladium species during its
adsorption on glass [11]. Upon soaking a cover glass in an acetonitrile solution of
palladium acetate at room temperature for 24 h, the palladium species remained as
Pd(II) (RT). On the other hand, the reduction of the palladium species was observed
when the cover glass was heated in a solution of palladium acetate at 120 °C without
any added reductant (1h, 3h, and 12h). A large amount of Pd(II) was converted to Pd(0)
after heating for 1 h, and the reduction was almost completed within 3 h. Note that the
heating temperature (120 °C) was considerably lower than the decomposition
temperature of palladium acetate (205 °C), which indicates that the surface of the glass
assisted the reduction of the palladium species. Indeed, when a polypropylene test tube
was used instead of a glass test tube, a considerable amount of Pd(II) still remained
(PP) even after heating for 3 h.

Author's Personal Copy
342

N. Nishiwaki et al. / Chemical Physics Letters 608 (2014) 340–343

was used instead of a glass
Pd(II) still remained (PP) even
Different chemical shifts o
the XPS spectra for RT and the
of RT, palladium acetate was
surface [12]. On the other h
shifted to a lower binding ene
at 120 !C. This change indicat
in a different chemical state.
On the basis of the results m
of the glass surface in the im
(Scheme 2). When a cover glas
acetate in acetonitrile at room
is adsorbed physically on th
heated, the physically adsorb
a chemically adsorbed Pd(II)
result, the palladium species
temperature, causing the re
(state b), although the actua
process, the hydroxy groups
reduction and stabilize the na
when the catalyst was allowe
Heck reaction proceeded effic
activity.

3.4. Preparation of glass wool s

Figure 2. Pd 3d core-levels photoemission spectra from Pd-immobilized glass.

Figure 2. Pd 3d core-levels photoemission spectra from Pd-immobilized glass
3.3. Study on the role of the glass surface

For the practical applicatio
palladium nanoparticles were
has a large surface area. The
species should be smaller t
because the palladium specie
glass wool, but also on the ve
to the Heck reaction (0.05 mo
a TON of 25 000.

X-ray photoelectron spectroscopy (XPS) was employed (Figure 2) to determine the change in the oxidation state of the palla3.5. Application of the catalyst
dium species
during
its adsorption
on glass
[11]. Upon
a in the XPS
Different
chemical
shifts
of the Pd(II)
species
were soaking
observed
cover glass in an acetonitrile solution of palladium acetate at room
The test-tube catalyst B w
temperature for 24 h, the palladium species remained as Pd(II)
other
substrates, methyl viny
spectra for RT
2). of
In the
the palladium
case of RT,
palladium acetate
(RT).and
Onthe
theother
other samples
hand, the(Figure
reduction
species
both cases, the Heck reaction
was observed when the cover glass was heated in a solution of palcorresponding unsaturated ke
ladium
at 120
without
added
reductant
3h, hand,
and the peak of
was adsorbed
only acetate
physically
on!Cthe
glass any
surface
[12].
On the(1h,
other
case of MVK, although the e
12h). A large amount of Pd(II) was converted to Pd(0) after heating
somewhat lower under the
for 1 h, and the reduction was almost completed within 3 h. Note
the Pd(II) species
shifted to a lower binding energy when the cover glass was for
heated
at acrylate, the cata
methyl
that the heating temperature (120 !C) was considerably lower than
an average yield of 75%. Catal
the decomposition temperature of palladium acetate (205 !C),
120 °C. Thiswhich
change
indicates
Pd(II)
species
present
in a differentreaction,
chemicalleading to a diarylac
indicates
thatanother
the surface
of the
glass was
assisted
the reduction
of the palladium species. Indeed, when a polypropylene test tube

state.

O

H

O

O

AcO

H

glass

O

H

Pd(OAc)2

H

OAc
II

Pd
O

AcO
OH
a

0

OAc
Pd
O

II

H

PhI
(1 equiv.)
catalyst B
(0.5 mol%)
MeCN

NEt
(1.25 e

NEt
(1.25 e

H

O

O

AcO

H
O

H

H

Pd(OAc) 2

OAc
PdII
O

AcO
OH

OAc
PdII
O

H

glass
a
Pd 0
Δ

H

O

O

H
O

H

b

Scheme 2. A plausible role of hydroxy groups on a glass surface

On the basis of the results mentioned so far, we propose the role of the glass
surface in the immobilization of a palladium species (Scheme 2). When a cover glass is
soaked in a solution of palladium acetate in acetonitrile at room temperature, the
palladium acetate is adsorbed physically on the glass surface (state a). When it is heated,
the physically adsorbed palladium acetate is converted to a chemically adsorbed Pd(II)
species between states a and b. As a result, the palladium species decomposes at a
considerably low temperature, causing the reduction that leads to Pd(0) species (state b),
although the actual reductant is still unknown. In this process, the hydroxy groups on
the glass surface surely assist the reduction and stabilize the nanoparticles formed [9].
Indeed, even when the catalyst was allowed to stand in air for one month, the Heck
reaction proceeded efficiently with no decrease in catalytic activity.

3.4 Preparation of Glass Wool Supported Catalyst
For the practical application of the glass-supported catalyst, the palladium
nanoparticles were immobilized on glass wool, which has a large surface area. The
amount of immobilized palladium species should be smaller than that in the test-tube
catalyst, because the palladium species was immobilized not only on the glass wool, but
also on the vessel. When the catalyst was applied to the Heck reaction (0.05 mol%), it
could be reused six times with a TON of 25000.

3.5 Application of the Catalyst to Other C-C Bond Formation Reactions
The test-tube catalyst B was applied to the Heck reaction with other substrates,
methyl vinyl ketone (MVK) and acrylonitrile; in both cases, the Heck reaction
proceeded efficiently to afford the corresponding unsaturated ketone and nitrile,
respectively. In the case of MVK, although the efficiency of the Heck reaction was
somewhat lower under the same conditions as those employed for methyl acrylate, the
catalyst could be reused 26 times with an average yield of 75%. Catalyst B also
catalyzed the Sonogashira reaction, leading to a diarylacetylene in 95% yield (Scheme
3).
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(0.5 mol%)
MeCN

NEt 3
(1.25 equiv.)

Ph
75% average
(26 times reuse)

CN
CN
NEt 3
(1.25 equiv.)

Ph
84%

C6H 4Me-p
NEt 3
(10 equiv.)

C6H 4Me-p

Ph
95%

Scheme 3. The Heck and Sonogashira reactions using other substrates, which were
conducted with heating at 120 °C for 12 h in a sealed tube

Furthermore, catalyst B could be used for the Suzuki reaction. The coupling
reaction proceeded efficiently under milder conditions to give biphenyl derivatives, in
which electron-rich boronic acids (G = MeO and Me) showed higher reactivities than
electron-poor boronic acids (G = Cl and NO2) (Table 2). In the reaction using
methylbenzeneboronic acid, catalyst B was reused seven times with an average yield of
78%.

Table 2. Suzuki reactions using test-tube catalyst B

G

G
catalyst B (0.5 mol%)

I

K 2CO 3 (1.25 equiv.)

+

MeCN/H 2O (1/1)

(HO) 2B
(1 equiv.)

G

(1.1 equiv.)

80 °C, 2 h
in a sealed tube

Reused number of the

Average yield / %

catalyst
MeO

4

84

Me

7

78

Cl

2

74

NO2

1

93

3.6 Features of the Glass-Supported Catalyst
As mentioned above, the glass-supported palladium serves as a catalyst that
can be applied for organic syntheses. The catalyst possesses the following features: 1) it
is stable in air, which means it can be treated safely without special care needed with
regard to moisture and oxygen; 2) it is easily recovered from the reaction mixture
without any special treatment; and 3) it can be reused several times, maintaining a high
catalytic activity. In addition to these features, glass is a cheap scaffold, and it is easily
deformed on demand. Consequently, this catalyst may serves as a new practically
applicable solid-supported catalyst.

4 Conclusion
A glass-supported palladium catalyst was developed. The catalyst could be
used repeatedly (12 times) with low catalytic loading (0.05 mol%) for the Heck reaction
with a TON of 45000. The catalyst was highly stable, so it could be reused without any
special treatment or care. The catalyst also catalyzed the Sonogashira and Suzuki
reactions efficiently.
It was found that the glass surface assisted the reduction of the Pd(II) species
with the formation and stabilization of catalytically active Pd(0) nanoparticles on the
glass surface. Hence, glassware should be washed well after catalytic reactions;
otherwise, unexpected reactions might proceed even in the absence of a catalyst.
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